Certificate of Analysis

Volatile Organic Content

GEOENGlNEER@

LWRS Number CS0872

Product Name StreetBond SP-150E
Batch Number 103954

Manufacture Date 7/17/2007

Sample Prep Date 7/27/2007

Testing Date(s) 7/27/2007

EPA 24; and ASTM D-3960 Standard Practice for Determining Volatile
Organic Compound (VOC) Content of Paints and Related Coatings
As per ASTM standard. All Organic content was considered non-exempt.

Test Method

Test Conditions

This certificate confirms that the above product was tested as per stated standard
specification using calibrated equipment and qualified staff. The following test results
were obtained.

Test Results

Intermediate Parameter © - . i A (FEk Result :
Total Weight Percent Solids 74.84

Total Volatiles Percent 25.16

Material Density (g/1) 1656

Weight Percent Water (ASTM D-4017) 24.49

Water Density (g/l) 997
Reportable Parameter . Result -

VOC grams/liter 18.70

VOC pounds/gallon 0.16

Results witnessed and verified by a technical representative of
GeoEngineers, Inc.

telephone 509.363.3125
facsimile 509.363.3126
www.geoengineers.com

523 East Second Ave
Spokane, WA 99202
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